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NEW ENGLAND TRANSPORTATION CONSORTIUM  

QUARTERLY PROJECT PROGRESS REPORT  
 

 

A. PROJECT NUMBER AND TITLE:  

 

NETC 13-2 “HMA Mixtures Containing Recycled Asphalt Shingles (RAS): Low Temperature and 

Fatigue Performance of Plant-Produced Mixtures” 

 

B. PRINCIPAL INVESTIGATOR(s) & UNIVERSITY(s): 

 

Professor Walaa S. Mogawer, PE, F.ASCE, Highway Sustainability Research Center (HSRC), 

University of Massachusetts 

 

C. WEB SITE ADDRESS (If one exists): 

 

http://www.uvm.edu/trc/netc/netc-research-projects/ffy-2013-research-projects/ 

 

D. START DATE (Per NETC Agreement):   

 

06/01/14 

 

E. END DATE (Per NETC Agreement):  

 

12/1/17 

 

F. ANTICIPATED COMPLETION DATE:   

 

12/1/17 

 

G. PROJECT OBJECTIVES: 

 

The goal of this research will be to evaluate plant-produced HMA mixtures that contain RAS to identify the 

critical material properties and plant operations that are needed to produce RAS mixtures with fatigue and 

low temperature cracking properties equivalent (or better than) typical mixtures that are produced.  In order 

to accomplish this goal, the following research objectives are proposed: 

 

1. Determine the current state-of-practice with regards to recycled shingle usage in paving mixtures. 

2. Locate regional asphalt mixture producers in New England with capabilities and willingness to 

produce mixtures incorporating RAS for this study. From this list of producers, select producers so 

that both batch and drum plant are utilized for production. 

3. Assist the selected producers in evaluating the properties of the RAS and RAP to be used in 

production. 

4. Construct a matrix of mixtures that will be produced. An all-virgin material control mixture, 5% 

RAS mixture and a 5% RAS + RAP mixture will be designed.  

5. Assist the selected producers in developing laboratory mixture designs utilizing RAS that meet the 

required volumetric criteria.  

6. Produce the mixtures using a batch plant and drum plant. Produce mixtures assuming 100% 

blending of the RAS and virgin binder and at the calculated actual RAS binder contribution. 

http://www.uvm.edu/trc/netc/netc-research-projects/ffy-2013-research-projects/
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7. Sample the mixture at the plant and verify volumetric properties. Mixtures not meeting the 

volumetric properties should be produced again with alteration to the production parameters (i.e. 

use higher temperatures, longer silo storage times or increased mixing times).   

8. Construct a matrix for evaluating the performance of the mixtures with emphasis of low 

temperature and fatigue cracking.  The matrix should contain a component to evaluate the effect of 

aging on the degree of blending between aged and virgin binders. 

9. Identify critical material properties and plant operations that yield RAS mixtures with performance 

properties equivalent to typical all-virgin material mixtures. 

10. Develop a guideline for the use of RAS in virgin and RAP mixtures. 

 

H. REPORT PERIOD:   

 

2016 Quarter 4 – October through December 

 

I. ACCOMPLISHMENTS THIS PERIOD: 

 

1. On October 14th, 2016; UMass Dartmouth received a no-cost extension for the project until 

12/01/17. This agreement for this project expired on 5/31/16. The extension time was so that the 

mixtures can be produced, tested and analyzed.  

   

2. UMass Dartmouth has consistently contacted and met with the contractor during the last quarter to 

discuss production of the mixtures for this study. The contractor stated they would attempt to 

produce the mixtures as soon their schedule permits but no mixtures were delivered to date. 

 

3. In September, since no plant produced mixtures had been received, UMass Dartmouth obtained Post 

Consumer Asphalt Shingles (PCAS) to begin development of the mixtures designs with this new 

source of RAS. Previous mixture work had been completed with Manufactures Shingle Waste 

(MSW). 

 

4.  The PCAS source material was tested to determine its properties (binder content, gradation, etc.).  

 

5. Mixture design using 5% PCAS and 15% RAP + 5% PCAS were developed using the same source of 

aggregates as the previous MSW RAS testing.  

 

6. Performance testing of the two mixtures developed with PCAS commenced. Specifically dynamic 

modulus testing, flexural beam fatigue, Thermal Stress Restrained Specimen Test (TSRST), Illinois 

Flexibility Index Test (IFIT), and Disk Shaped Compact Tension Test (DC(T)) were undertaken. 

 

J. PROBLEMS ENCOUNTERED (If any): 

 

1. The contractor assisting producing the mixtures for this study only utilizes one source of RAS which is 

manufacturers shingle waste (MSW).  The contractor does not utilize post-consumer asphalt shingles 

(PCAS) or a blend of MSW and PCAS. 

 

2. The project PI has continued efforts to find a contractor willing to produce mixtures for this study, 

preferably one that utilizes other RAS sources. To date, the PI has only been able to get commitment from 

one local contactor which has not produced the mixtures yet. 

 

K. TECHNOLOGY TRANSFER ACTIVITIES:  List any reports, papers, presentations 

published/presented during the report period or anticipated for the next quarter. 
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A Transportation Research Board (TRB) paper was submitted in August of 2016 related to this research 

work for this project. The paper was accepted for presentation at the Transportation Research Board 

96th Annual Meeting in Washington DC on January 10th, 2017. The paper entitled “Performance 

Characterization of Asphalt Mixtures Incorporating Recycled Asphalt Shingles: Mechanical Approach 

to Asphalt Binder Degree of Blending” will be presented in TRB session 636 “Reclaimed Asphalt 

Pavement and Recycled Asphalt Shingles in Asphalt Mixtures.” 

 

A. STATUS BY TASK:  Show Work Task Number, description and % complete for each task including 

those completed, those underway, and those not started. 

 

Task 1: Kick-Off Meeting (100%) 

Task 2: Literature Review (80%) 

Task 3: Determine Critical RAS Information (80%) 

Task 4: Determine Regional Asphalt Mixture Producers in New England with Capabilities and 

Willingness to Produce Mixtures Incorporating RAS for this Study (70%) 

Task 5: Assist Producers in Evaluating the Properties of the RAS and RAP to be used in Production 

(50%) 

Task 6: Assist Producers in Developing Laboratory Mixture Designs Utilizing RAS and Determine 

Actual RAS Binder Contribution to Mixtures (50%) 

Task 7: Produce and Obtain Plant Produced RAS Mixtures (0%) 

Task 8: Vary Production Parameters (Temperatures, Silo Storage, etc.) to Obtain Similar Virgin and 

RAS Mixtures (0%) 

Task 9: Construct Test Matrix and Evaluate the Performance of the Plant-Produced Mixtures (30%) 

Task 10: Identify Critical Material Properties and Plant Operations that Yield RAS Mixtures with 

Performance Properties Equivalent to Typical All-Virgin Material Mixtures (0%) 

Task 11: Develop a Plant Guideline for the Use of RAS in Virgin and RAP Mixes (0%) 

Task 12: Prepare a Final Report (10%) 

Task 13: Execute Implementation Plan (0%) 

 

B.  PERCENT COMPLETION OF TOTAL PROJECT:   45% 

 

C. ACTIVITIES PLANNED FOR NEXT QUARTER:  

 

Meet with contractor to discuss production. Continue work with PCAS mixtures.  

 

D. FINANCIAL STATUS: 

As of: 12/31/16 

Total Project Budget: $ 249,784.92 

Total Expenditures:  $ 56,000.00 

 

Note:  This report should not require more than 2-3 pages & should be e-mailed to the NETC Coordinator so 

as to arrive no later than three (3) working days after the end of each calendar quarter. 


